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Bondar-Clegg, Inc.
12080 West Ceddt Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()rt
(303) 989-1404
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
[ REPORT: D89-32327.4 ( COMPLETE ) J | REFERENCE INFO: 0-135

CLIENT: BROHM MINING CORP.

SUBMITTED BY: J. BARRON

B PROJECT: R89-612 DATE PRINTED: 2-NOV-89
NUNBER OF LOWER |
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION NETHOD
1 M Gold 27 0.002 OPT Fire Assay
SAMPLE TYPES NUNBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER B
D DRILL CORE 27 2 -150 27 Rssay Prep 27

———REMARKSt Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
MR. JIN BARRON

INVOICE TO: MR. JIM BARRON




Bondar-Clegg, Inc.
12980 3Vest Cedtar Dr.

B

Geochemical

Lakewood, Colorado 80228 Lab Report
(303) 989-1404 '
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: . 2-NOV-89 .
REPORT: DA9-32327.4 | ﬁmccn R89-612 PAGE 1 J
SAMPLE ELENENT Au ‘
NUMBER UNITS  OPT
D2 RB9-612-0-5 €0.002 f
D2 R89-612-5-10 {0.002
D2 R89-612-10-15 {0.002
D2 R89-612-15-20 {0,002
D2 R89-612-20-25 {0.002
D2 R89-612-25-30 (0.002
D2 R89-612-30-35 (0.002
D2 R89-612-35-40 {0.002
D2 R89-612-40-45 (0.002
D2 R89-612-45-50 {0.002
D2 R89-612-50-55 (0,002
D2 R89-612-55-60 {0.002 ‘
D2 R89-612-60-65 0.002
D2 R89-612-65-70 €0.002
D2 R89-612-70-75 €0.002 |
D2 R89-612-75-80 {0.002 |
D2 R89-612-80-85 (0.002 |
D2 R89-612-85-90 {0.002 5
D2 R89-612-90-95 (0.002 »
D2 R89-612-95-100 (0,002
D2 R89-612-100-105 (0.002 ’
D2 R89-612-105-110 {0.002
D2 R89-612-110-115 {0,002
D2 R89-612-115-120 (0.002
D2 R&9-612-120-125 (0.002
D2 R89-612-125-130 {0.002
D2 R89-612-130-135 {0.002
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Bondar-Clegg, Inc. G .
12980 West Cedar Dr. hemlwl
Lakewood, Colorado 80228 Lab Report
(303) 9891404

e BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-32328.4 ( COMPLETE ) I l REFERENCE INFO: 135-210
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: RA9-612 DATE PRINTED: 26-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 13 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 15 2 -150 15 fAssay Prep 13
Excessive Wetness 191

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIN BARROM INVOICE TO: MR. JIN BARRON
MR. JIM BARRON




Bondar-Clegg, Inc. .
o g el Geochemical
Lakewood, Colorado 80228 - Lab Report
(303) 9891404 W | f ji
e o BONDAR-CLEGG B ;
: £J v Ui
A DIVISION OF INCHCAPE INSPECTION & TESTING SERYICES ™ ™ L
« O6-{CT-RY fi gt
REPORT: D89-32328. 4 | [ ‘Rhm R8IHLR. 10 pooef £ 1 11
‘__4 { Tad bl 1
SANPLE ELENENT  fu e oe—
i NUMBER UNITS 0PT 00 ol M MHORS
D2 R89-612-135-140 €0.002 ‘. - e
D2 R83-612-140-145 £0.002
D2 R89-612-145-150 {0,002
D2 R89-612-150-135 £0.002
D2 R89-612-155-160 (0.002
D2 R89-612-160-165 (0.002
D2 R89-612-165-170 €0.002
D2 R89-612-170-175 £0.002
D2 R89-612-175-180 (0,002
D2 R89-612-180-185 €0.002
D2 R83-612-185-190 (0.002
D2 R89-612-190-195 (0.002
D2 R89-612-195-200 ¢0. 002
D2 R83-612-200-205 £0.002

D2 R89-612-205-210 €0.002
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/1[5 (89

“TITLE ©2-11~89 12:11:52 DB89~-32327.4 J. BARRON 16/10/89"
"CLIENT BROHM MINING CORP. : "
"PROJECT R89-612 #SAMPLES: 27 REFERENCE: ©-135 "

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" VYalues below the lower limit are shown as ~lolmt (ie not detected)"
"DETERMINATIONS"

i ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

21 Au Fa CPT 27 6.002 99.999 Results Reported "
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 27 Assay Prep !

"REMARKS"

" 5@ Final results are reported. "

U % % % % 01

"FORMAT (A8,1X,AL1,AL1,1X,A20,1(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID" . ! Au
"23270001" D" "2" "RB9-612-0-5 " ~-9.002
"232709802" D" “2" "RBIY-H612~5-10 " -0.002
"23270003" "D" "2" “"RB9-612~10-15 " ~9.002
"23279@04" "D "2" "R8Y9-612-15-20 " ~-0.002
n23270005" "pv v2" "RBY-612-20-25 " -0.002
"2327p606" "D" "2" "RB9-612~-25~30 " ~-0.002
"23270007" "DV "2" "RBY~612-30-35 " -0.002
"2327@009" "Dv "2" "RB89~-612-35-49 . -0.002
"23276010" "D" "2" "RB8Y~-612~40-45 " ~0.002
"2327e911" “pv "2" "RB9~612-45-50 " -0.002
n23278012" "D "2" "RBY-612~50~55 " -0.002
"23279913" vD" "2" "RBY9~612-55-60 " ~0.002
“23270014" "D" "2" "RB89~-612-60-65 " @.002
"23270015" "D" "2" "RB9~612~-65-70 " -0.082
"23270016" "D" "2" "R89-612-70-~75 " -0.002
“2327@917" "p" "2" “RB9-612-75-80 " ~0.002
"2327@0018" "D" "2" "RB9-612-80-85 " ~-0.002
"2327@@19" “Dv "2" "RBY9~612-85-90 " -0.002
"23270620" "D" "2" "RB8Y-612-90-95 " -2.002
23270021 "o" "2" "R89~612~-95~1060 " ~-0.002
n2327e022" "op" "2" "RB89-612-100~105 " ~0.002
"2327¢023" "pv "2" "RB9~-612~105~110 " ~-9.002
"23279024" "D" "2" "RB9~612~110-115 " ~0.002
"2327¢02%5" "pv "2" Y"RB9-612~1165~120 " ~0.002
"2327@626" "pv "2" “RBY-612-120-125 " ~-0.002
"23270027" "pv "2" "RBY-612~126~-130 o -Q.002
"Z23270028" "pv "2" "RB9~612~130-135 " -0 .002

IIENDH



"TITLE 26-10-89 13:46:27 D89-32328.4 J. BARRON 20/18 /89"

"CLTENT BROHM MINING CORP. n /0/
"PROJECT R89—612 #SAMPLES: 15 REFERENCE: 135-210 X

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as ~lolmt {ie not detected)"
"DETERMINATIONS"

" ELNAME, METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 81 Au FA OPT 15 0.002 99.999 Results Reported "
"SAMPLE PREPS"

" 4@ SAMPLE TYPE=D DRILL CORE "

" 41 P1l7= 15 fssay Prep "

" 42 P64= 191 Excessive Wetness "
"REMARKS"

" 5@ Final results are reported. "
IR R R . L

"FORMAT (A8,1X,A1,AL,1X,A20,1(1X,A7,A2))"

"BEGIN " "Type" "Frac" "“Sample ID" " Au”
"232800021" “pv "2" "“"RB89-612~135-140 " -0.002
"23289002" "D" "2Y "RB89-612-140~145 " -0.002
“"23280003" "p" "2" "R89-612-145-150 o -0.002
"23280004" "D" "2" "RB9-£12~150-155 " -0 .002
"23280005" "p©" 2" "R8%-612-155-160 I -0.002
"23280006" "D """ "R89Y-612-168-165 " ~-0.082
"23280007" "p©v "2" "RB8-612~165-1780 " -0.002
"232800088" "D Yz" "R89-B12~-170~-175 " -~9.002
"23289010" vD" "2" "R8Y-612-175-180 " -0.002
23289611 "p" "2v "RBS~612-189-~185 " -0.002
"2328@612" "D "2" "RB89-612-185-190 " -9.002
23280013 "p' """ "R8Y-~-612~199~-195 " ~9.002
232860014 vD" M2" "RBY-612-195-200 " -9.902
"232806015" "npv "2v "RBY~£12-200-205 " -0.802
"2328@016" “pD" "2" "R89-B12-205-210 " -@0.002

HENDII



BONDAR-CLEGG

130 Pemberton Ave.
North Vancouver, B.C.
V7P 2R5

or

P.O. Box 8059

Blaine, WA. 98230

Phone (604) 985-0681

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

243 Catlin St.

Missoula, Montana 59801

(406) 721-4452

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

NZQ . 2527
LAB. REPORT NO.UO 129290 {.

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

or  (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

(403) 667-6523

Please analyze by Assay (% ore grade) \K/J Geochemical (ppm, trace level) []

Comments

Type of Samples S,:r?w-pcl)és Samrzlszygsr?bers Elements to be Analyzed Remarks
) — [ S ]
e Y~ ol Vi, B A 3w
== X+ [ K962 Fro—
DC_dwy 0-5
/ 124 /N I~
x] :- @), L) = Ef_) ),
PNy ey N :
2/ 8 Prepaid [
Total No. Samples Date Shipped 4 0/ / /[ © ,/ C:;Feclt O

No. Parcels in Shipment Date Rec'd at Bondar-Clegg

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.

Return immediately O Return collect immediately O
Return collect after 60 days (= Return collect at year end O
Store to January at a cost of $10/box
(You will then be contacted) (approx. 1 cu. ft.) O Results and Invoices To Be Sent To
| = A0 ,\,/ /,/«II/‘Q /__/‘/(_/7 ] Rest.JIts
Samples submittedby __\JS . J /AT /K - O Invoice

(for payment)

[J Results

[J Invoice
(copy)

Shipment number

Client project number

[J Results

[J Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada
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BONDAR-CLEGG

130 Pemberton Ave.

North Vancouver, B.C.

V7P 2R5

or

P.O. Box 8059
Blaine, WA. 98230

Phone (604) 985-0681
or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

1A-625 Spice Island Dr.
Sparks, Nevada 89431

(702) 359-9330

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

Assay (% ore grade) }&

2

SUBMITTAL FORM

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

37 Sherman St.
Deadwood, S.D. 57732
(605) 578-1903

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

Geochemical (ppm, trace level) [J

Type of Samples S:r%p?tfas b Sam;()é%rr\il:sr?bers Elemg;nts to be Analyzed Remarks
~N : A / [l C.) 7 “f
T (e Ji K4 - bl Fai
ok ;c.;@
f - A
A0S -22/0
N/ /o C
Total No. Samples Date Shipped / 9/ > 4 .Z.// ‘g/ ,/. gﬁlpeag? g

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below.

Return immediately O

Return collect after 60 days

Date Rec'd at Bondar-Clegg

PLEASE CHECK .~ BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by \

(approx. 1 cu. ft.)

// k\/?(/ (\‘_f)/\‘\“J

Return collect immediately O
O Return collect at year end O
0 Results and Invoices To Be Sent To
/
77 : .: £ ‘Lﬂ [J Results
[J Invoice

Shipment number

(for payment)

[J Results

Client project number

[J Invoice
(copy)

Purchase order number

[J Results

[J Invoice
(copy)

Printed in Canada

White - Send with Samples Yellow - Client Copy

"'(76‘( L >
LAB. REPORT NO._ D2 1-54528 ¢





